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 1. Applicant 

◦Company : Dongshin Materials CO., Ltd. 

◦Address : 540, Jusan-ro, Wolhang-myeon, Seongju-gun, Gyeongsangbuk-do, Republic of Korea 

◦Receipt Date : January 01, 2023 

2. Test Purpose : Quality control 

3. Sample Description : GFRP 

4. Date of Test : February 15, 2023 

5. Location of Test : ■ Permanent Testing Lab  □ On Site Testing 

(Address: 20, Dongtansandan 10-gil and 12, Dongtansandan 10-gil, Hwaseong-si, Gyeonggi-do) 

6. Test Results :  
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※ This test report is not related to KS Q ISO/IEC 17025 and KOLAS accreditation scope. 

※ The test result is the result of applying the nominal cross-sectional area of the reinforcing bar suggested by the client. 

- End - 

 

 

 

No. Test Items Units Test Methods Results 

1 13mm Bond strength Mpa 
ASTM 

D7913/D7913M-14 
22 


